
APPENDIX F—SMALL CRACK GROWTH 

This appendix contains the small crack growth specimen assembly and calibration drawings, 
dimension of the titanium pins, crack growth test results, strain surveys, FEM stress 
distributions, and the load transfer with crack extension as discussed in section 7. 

 

Page No. Description 

F-2 Small crack growth specimen assembly drawing (figure F-1) 
F-6 Small crack growth specimen calibration drawing (figure F-2) 
F-10 Dimensions of titanium pin, washer, shim, and cotter pin (figure F-3) 
F-14 Crack growth test results (tables F-1 to F-15) 
F-22 SCG-1s strain survey (figures F-4 to F-14) 
F-28 SCG-2 strain survey (figures F-15 to F-37) 
F-39 SCG-5 strain survey (figures F-38 to F-53) 
F-47 SCG-6 strain survey (figures F-54 to F-67) 
F-54 SCG-7 strain survey (figures F-68 to F-79) 
F-60 SCG-8 strain survey (figures F-80 to F-89) 
F-65 SCG-9 strain survey (figures F-90 to F-93) 
F-67 SCG-11 strain survey (figures F-94 to F-103) 
F-72 Specimen stress distributions (figures F-104 to F-106) 
F-74 Change in load transfer with crack extension (figures F-107 to F-118) 
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FIGURE F-1.  SMALL CRACK GROWTH SPECIMEN DETAIL DRAWINGS 
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FIGURE F-1.  SMALL CRACK GROWTH SPECIMEN DETAIL DRAWINGS (Continued) 

 F-3



 

FIGURE F-1.  SMALL CRACK GROWTH SPECIMEN DETAIL DRAWINGS (Continued) 
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FIGURE F-1.  SMALL CRACK GROWTH SPECIMEN DETAIL DRAWINGS (Continued) 
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FIGURE F-2.  SMALL CRACK GROWTH SPECIMEN CALIBRATION ASSEMBLY 

 F-6



 

 
FIGURE F-2.  SMALL CRACK GROWTH SPECIMEN CALIBRATION ASSEMBLY 

(Continued) 
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FIGURE F-2.  SMALL CRACK GROWTH SPECIMEN CALIBRATION ASSEMBLY (Continued) 
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FIGURE F-2.  SMALL CRACK GROWTH SPECIMEN CALIBRATION ASSEMBLY 
(Continued) 
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FIGURE F-3.  DETAIL DIMENSION OF TITANIUM PIN, WASHER AND SHIM, AND 
COTTER PIN 
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FIGURE F-3.  DETAIL DIMENSION OF TITANIUM PIN, WASHER AND SHIM, AND 
COTTER PIN (Continued) 
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FIGURE F-3.  DETAIL DIMENSION OF TITANIUM PIN, WASHER AND SHIM, AND 

COTTER PIN (Continued) 
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FIGURE F-3.  DETAIL DIMENSION OF TITANIUM PIN, WASHER AND SHIM, AND 

COTTER PIN (Continued) 
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FIGURE F-3.  DETAIL DIMENSION OF TITANIUM PIN, WASHER AND SHIM, AND 

COTTER PIN (Continued) 
 

TABLE F-1.  CRACK GROWTH DATA FOR SCG-1s 
 

Doubler:  0.063″ Al 
Constant amplitude w/marker bands 
σmax = 15 ksi 

Crack Length,  
c (in) 

Cycles Front Back Back Opposite 
200 0.00855 0.00739  
2,200 0.0121 0.01227  
4,200 0.02096 0.02173  
9,400 0.04531 0.04509  
14,600 0.0712 0.07153  
19,800 0.09224 0.09407  
25,800 0.11347 0.11739  
31,800 0.13843 0.1431  
37,800 0.16081 0.16405  
43,800 0.18461 0.18594  
51,800 0.22273 0.21913 0.00535 
57,800 0.2539 0.24894 0.01271 

Failure Load:  8678 lbf. 
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TABLE F-2.  CRACK GROWTH DATA FOR SCG-2 
 

Doubler: 0.063″ Al 
Constant amplitude w/marker bands 
σmax = 15 ksi 

Crack Length,  
c (in) 

Cycles Front Back 
0 0.0625 0.0628 
2,000 0.07328 0.07635 
4,000 0.08594 0.0887 
6,000 0.09637 0.09917 
8,000 0.10476 0.10783 
10,000 0.11545 0.11766 
12,000 0.12487 0.12575 
14,000 0.13347 0.1344 
20,000 0.16522 0.16513 
26,000 0.19319 0.19343 
32,000 0.22143 0.22284 
38,000 0.24899 0.25303 

Failure Load:  8964 lbf. 
 

TABLE F-3.  CRACK GROWTH DATA FOR SCG-5 
 

Doubler:  0.063″ Al 
Constant amplitude w/marker bands 
σmax = 15 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
500 0.00852 0.00713 
5,700 0.03063 0.02328 
10,900 0.0506 0.05081 
16,100 0.07756 0.07991 
21,300 0.10375 0.10334 
26,500 0.12451 0.12634 
31,700 0.14616 0.14678 
36,900 0.17365 0.17254 
42,100 0.19837 0.19821 
47,300 0.22443 0.2268 
52,500 0.25319 0.25642 

Failure Load:  8822 lbf. 
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TABLE F-4.  CRACK GROWTH DATA FOR SCG-6 
 

Doubler:  0.120″ Al 
Constant amplitude w/marker bands 
σmax = 12.5 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
Front 

Opposite 
Back 

Opposite 
0 0.0042 0.00181   
5,200 0.0126 0.00849   
10,400 0.02373 0.02113   
20,800 0.05918 0.05796   
28,600 0.08433 0.08306   
36,600 0.11004 0.10618   
44,400 0.13215 0.12859   
52,200 0.14946 0.14916   
62,600 0.1742 0.17744   
73,000 0.207 0.20664   
83,400 0.24146 0.24393 0.06528 0.05081 

Failure Load:  8542 lbf. 
 

TABLE F-5.  CRACK GROWTH DATA FOR SCG-7 
 

Doubler:  0.120″ Al 
Constant amplitude w/marker bands 
σmax = 12.5 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
Back 

Opposite 
0 0.00394 0.00432  
2,000 0.00548 0.00661  
7,200 0.01085 0.01351  
12,400 0.02369 0.02647  
22,800 0.06548 0.06652  
30,300 0.09618 0.0953  
37,800 0.12149 0.11964  
45,300 0.14408 0.14571  
52,800 0.16812 0.17059 0.00241 

Failure Load:  8406 lbf. 
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TABLE F-6.  CRACK GROWTH DATA FOR SCG-8 
 

Doubler:  0.120″ Al 
EIFS Spectrum loading 
σmax = 13.4 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
100 0.00203 0.0029 
2,000 0.00216 0.00302 
4,000 0.00295 0.00392 
6,000 0.00304 0.00463 
56,000 0.00742 0.01164 
125,000 0.01063 0.01521 
325,000 0.02606 0.02795 
725,000 0.09575 0.09904 
825,000 0.11889 0.12144 
925,000 0.13969 0.14079 
1,025,000 0.1644 0.16481 
1,125,000 0.18749 0.18908 
1,225,000 0.20963 0.21165 
1,325,000 0.23377 0.23487 
1,425,000 0.26048 0.26053 

Failure Load:  8744 lbf. 
 

TABLE F-7.  CRACK GROWTH DATA FOR SCG-9 
 

Doubler:  0.120″ Al 
EIFS Spectrum loading 
σmax = 13.4 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
200 0 0.00295 
2,000 0 0.00299 
4,000 0 0.00402 
6,000 0.00187 0.00414 
36,000 0.00548 0.00611 
186,000 0.02189 0.01679 
386,000 0.05851 0.05296 
486,000 0.07816 0.0744 
600,000 0.10256 0.10008 
700,000 0.12498 0.12293 
800,000 0.14705 0.14471 
900,000 0.16812 0.16516 
1,000,000 0.19058 0.18768 
1,100,000 0.21513 0.21272 
1,200,000 0.24168 0.24313 
1,300,000 0.2665 0.26943 

 F-17



TABLE F-8.  CRACK GROWTH DATA FOR SCG-11 
 

Doubler:  0.063″ Steel 
Constant amplitude w/marker bands 
σmax = 10 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
200 0.00238 0 
2,000 0.00263 0.00307 
30,000 0.03332 0.03745 
50,000 0.07133 0.07578 
60,000 0.08939 0.09237 
80,000 0.12131 0.12848 
95,000 0.14831 0.15097 
110,000 0.17331 0.17662 
130,000 0.21122 0.21278 
145,000 0.23884 0.23984 
160,000 0.26387 0.26814 

Failure Load:  8828 lbf. 
 

TABLE F-9.  CRACK GROWTH DATA FOR SCG-12 
 

Doubler:  0.063″ Steel 
Constant amplitude w/marker bands 
σmax = 10 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
200 0 0 
2,000 0 0 
4,000 0 0 
6,000 0 0 
11,000 0 0.0054 
13,000 0 0.00622 
15,000 0 0.00739 
17,000 0.00482 0.00913 
27,000 0.01572 0.02358 
39,000 0.03714 0.04481 
49,000 0.0581 0.06125 
69,000 0.09089 0.09451 
85,000 0.11629 0.12138 
100,000 0.14164 0.14368 
120,000 0.17571 0.17758 
135,000 0.20305 0.20379 
150,000 0.23196 0.23088 
165,000 0.25889 0.25831 
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TABLE F-10.  CRACK GROWTH DATA FOR SCG-16 
 

No Doubler (open-hole) 
Constant amplitude with marker bands 
σmax = 15 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
0 0 0 
100 0 0.00414 
500 0 0.00413 
2,000 0 0.00412 
4,000 0 0.00452 
6,000 0 0.00529 
8,000 0 0.00632 
10,000 0.00178 0.00748 
12,000 0.00261 0.00884 
17,200 0.00811 0.01414 
21,200 0.01684 0.02106 
23,200 0.02033 0.0245 
33,200 0.04632 0.04857 
43,200 0.07583 0.07673 
53,400 0.10457 0.10578 
63,400 0.13837 0.13564 
73,400 0.17371 0.17305 
83,400 0.20969 0.21073 
95,900 0.26217 0.26075 

TABLE F-11.  CRACK GROWTH DATA FOR SCG-17s 
 

No Doubler (open-hole) 
Constant amplitude with marker bands 
σmax = 15 ksi 

Crack Length,  
c  (in) 

Cycles Front Back 
0 0.02668 0.02715 
200 0.02817 0.02726 
2,000 0.03258 0.03356 
7,000 0.0472 0.04372 
13,000 0.0463 0.04956 
50,000 0.11166 0.11342 
58,500 0.12868 0.13306 
65,500 0.14845 0.15311 
70,500 0.15961 0.16683 
76,500 0.17555 0.1832 
82,000 0.18587 0.20002 
88,000 0.19936 0.21639 
94,000 0.22007 0.23143 
99,000 0.23368 0.245 
104,500 0.25121 0.26366 
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TABLE F-12.  CRACK GROWTH DATA FOR SCG-18s 
 

No Doubler (open-hole) 
Spectrum loading 

Crack Length,  
c  (in) 

Cycles Front Back 
0 0.0045 0.008 
100,000 0.019 0.025 
200,000 0.046 0.0455 
250,000 0.0575 0.0575 
300,000 0.068 0.0685 
350,000 0.0795 0.081 
425,000 0.0985 0.0995 
475,000 0.111 0.1105 
575,000 0.1365 0.1335 
675,000 0.162 0.1595 
775,000 0.1905 0.191 
875,000 0.222 0.2175 
975,000 0.252 0.2495 

 

TABLE F-13.  CRACK GROWTH DATA FOR SCG-19s 
 

No Doubler (open-hole) 
Spectrum loading 

Crack Length,  
c  (in) 

Cycles Front Back 
0 0.0155 0 
50,000 0.0155 0.001 
10,000 0.027 0.0165 
200,000 0.054 0.043 
250,000 0.065 0.0595 
300,000 0.077 0.067 
350,000 0.09 0.082 
450,000 0.1155 0.1075 
500,000 0.1315 0.1195 
600,000 0.1585 0.1495 
700,000 0.191 0.18 
800,000 0.2185 0.2165 
850,000 0.238 0.231 
900,000 0.2565 0.247 
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TABLE F-14.  CRACK GROWTH DATA FOR SCG-20s 
 

No Doubler (open-hole) 
Constant amplitude (no marker bands) 
σmax = 15 ksi 

Crack Length, c  (in) 
Cycles Front Back 

0 0.0025 0.0015 
10,000 0.0240 0.0185 
20,000 0.0570 0.0330 
30,000 0.0890 0.0905 
35,000 0.1155 0.1120 
40,000 0.1390 0.1320 
45,000 0.1575 0.1570 
50,000 0.1830 0.1745 
 turned around  
55,000 0.2035 0.2010 
60,000 0.2240 0.2260 
65,000 0.2545 0.2535 
75,000 0.3130 0.3120 
85,000 0.3835 0.3880 
95,000 0.4720 0.4750 
98,000 0.5030 0.5045 
108,000 0.6130 0.6130 
118,000 0.7530 0.7585 
126,562 failed  

 

TABLE F-15.  CRACK GROWTH DATA FOR SCG-21 
 

No Doubler (open-hole) 
Constant amplitude (no marker bands) 
σmax = 15 ksi 

Crack Length, c  (in) 
Cycles Front Back 

0 0.0000 0.0020 
5,000 0.0000 0.0100 
10,000 0.0000 0.0120 
15,000 0.0000 0.0135 
25,000 0.0000 0.0190 
35,000 0.0000 0.0255 
45,000 0.0030 0.0370 
55,000 0.0065 0.0390 
65,000 0.0065 0.0530 
75,000 0.0065 0.0675 
85,000 0.0140 0.0880 
95,000 0.1125 0.1220 
105,000 0.1685 0.1705 
115,000 0.2320 0.2325 
125,000 0.3225 0.3210 
135,000 0.4620 0.4560 
145,000 0.6780 0.6685 
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F.1  SMALL CRACK GROWTH SPECIMEN STRAIN SURVEY DATA. 

Figures F-4 through F-14 are plots of calibration and periodic strain surveys.  Calibration 
surveys, done before testing, used a split specimen to get 100% load transfer through the 
doublers.  The strain surveys were taken at intervals during the crack growth testing.  
 
F.2  SPECIMEN SCG-1s STRAIN GAGE DATA. 

Specimen SCG-1s has a 0.063″ aluminum doubler and was cycled at a constant amplitude of 
15 ksi, R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for 
periodic inspection.  This data came from the Air Force Research Laboratory. 
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FIGURE F-4.  STRAIN GAGE DATA, SCG-1s, CALIBRATION #1 
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FIGURE F-5.  STRAIN GAGE DATA, SCG-1s, 0 CYCLES NEW 
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FIGURE F-6.  STRAIN GAGE DATA, SCG-1s, 2200 CYCLES AFTER INSPECTION 
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FIGURE F-7.  STRAIN GAGE DATA, SCG-1s, 4200 CYCLES 
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FIGURE F-8.  STRAIN GAGE DATA, SCG-1s, 9400 CYCLES 

 F-24



0 

500 

1000 

1500 

2000 

2500 

-0.00002 0 0.00002 0.00004 0.00006 0.00008 0.0001 0.00012 0.00014 
STRAIN (in/in)

LO
A

D
 (l

bf
)  

Front 
Back 

 
 

FIGURE F-9.  STRAIN GAGE DATA, SCG-1s, 19,800 CYCLES 
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FIGURE F-10.  STRAIN GAGE DATA, SCG-1s, 25,800 CYCLES 
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FIGURE F-11.  STRAIN GAGE DATA, SCG-1s, 31,800 CYCLES 
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FIGURE F-12.  STRAIN GAGE DATA, SCG-1s, 37,800 CYCLES 
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FIGURE F-13.  STRAIN GAGE DATA, SCG-1s, 43,800 CYCLES 
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FIGURE F-14.  STRAIN GAGE DATA, SCG-1s, 51,800 CYCLES 
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F.3  SPECIMEN SCG-2 STRAIN GAGE DATA. 

Specimen SCG-2 has 0.063″ aluminum doublers and was cycled at a constant amplitude of 
15 ksi, R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for 
periodic inspection, which is noted in the figure title. 
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FIGURE F-15.  STRAIN GAGE DATA, SCG-2 STRAIN CALIBRATION 
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FIGURE F-16.  STRAIN GAGE DATA, SCG-2, 12 ksi 0 CYCLES NEW 
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FIGURE F-17.  STRAIN GAGE DATA, SCG-2 CALIBRATION #2 
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FIGURE F-18.  STRAIN GAGE DATA, SCG-2, 2000 CYCLES AFTER 
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FIGURE F-19.  STRAIN GAGE DATA, SCG-2, 4000 CYCLES BEFORE 
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FIGURE F-20.  STRAIN GAGE DATA, SCG-2, 4000 CYCLES AFTER 
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FIGURE F-21.  STRAIN GAGE DATA, SCG-2, 6000 CYCLES BEFORE 
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FIGURE F-22.  STRAIN GAGE DATA, SCG-2, 6000 CYCLES AFTER 
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FIGURE F-23.  STRAIN GAGE DATA, SCG-2, 8000 CYCLES BEFORE 
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FIGURE F-24.  STRAIN GAGE DATA, SCG-2, 8000 CYCLES AFTER 
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FIGURE F-25.  STRAIN GAGE DATA, SCG-2, 10,000 CYCLES BEFORE 
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FIGURE F-26.  STRAIN GAGE DATA, SCG-2, 10,000 CYCLES AFTER 
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FIGURE F-27.  STRAIN GAGE DATA, SCG-2, 12,000 CYCLES BEFORE 
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FIGURE F-28.  STRAIN GAGE DATA, SCG-2, 12,000 CYCLES AFTER 
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FIGURE F-29.  STRAIN GAGE DATA, SCG-2, 14,000 CYCLES BEFORE 
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FIGURE F-30.  STRAIN GAGE DATA, SCG-2, 14,000 CYCLES AFTER 
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FIGURE F-31.  STRAIN GAGE DATA, SCG-2, 20,000 CYCLES BEFORE 
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FIGURE F-32.  STRAIN GAGE DATA, SCG-2, 20,000 CYCLES AFTER 
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FIGURE F-33.  STRAIN GAGE DATA, SCG-2, 26,000 CYCLES BEFORE 
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FIGURE F-34.  STRAIN GAGE DATA, SCG-1, 26,000 CYCLES AFTER 
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FIGURE F-35.  STRAIN GAGE DATA, SCG-2, 32,000 CYCLES BEFORE 
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FIGURE F-36.  STRAIN GAGE DATA, SCG-2, 32,000 CYCLES AFTER 
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FIGURE F-37.  STRAIN GAGE DATA, SCG-2, 38,000 CYCLES BEFORE 

 
F.4  SPECIMEN SCG-5 STRAIN GAGE DATA. 

Specimen SCG-5 has 0.063″ aluminum doublers and was cycled at a constant amplitude of 
15 ksi, R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for 
periodic inspection, which is noted in the figure title. 
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FIGURE F-38.  STRAIN GAGE DATA, SCG-5, CALIBRATION #1 
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FIGURE F-39.  STRAIN GAGE DATA, SCG-5, 0 CYCLES NEW 
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FIGURE F-40.  STRAIN GAGE DATA, SCG-5, 500 CYCLES BEFORE 
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FIGURE F-41.  STRAIN GAGE DATA, SCG-5, 500 CYCLES AFTER 
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FIGURE F-42.  STRAIN GAGE DATA, SCG-5, 5700 CYCLES BEFORE 
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FIGURE F-43.  STRAIN GAGE DATA, SCG-5, 5700 CYCLES AFTER 
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FIGURE F-44.  STRAIN GAGE DATA, SCG-5, 10,900 CYCLES BEFORE 
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FIGURE F-45.  STRAIN GAGE DATA, SCG-5, 10,900 CYCLES AFTER 
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FIGURE F-46.  STRAIN GAGE DATA, SCG-5, 16,100 CYCLES 
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FIGURE F-47.  STRAIN GAGE DATA, SCG-5, 21,300 CYCLES 
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FIGURE F-48.  STRAIN GAGE DATA, SCG-5, 26,500 CYCLES 
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FIGURE F-49.  STRAIN GAGE DATA, SCG-5, 31,700 CYCLES 
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FIGURE F-50.  STRAIN GAGE DATA, SCG-5, 36,900 CYCLES 
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FIGURE F-51.  STRAIN GAGE DATA, SCG-5, 42,100 CYCLES 
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FIGURE F-52.  STRAIN GAGE DATA, SCG-5, 47,300 CYCLES 
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FIGURE F-53.  STRAIN GAGE DATA, SCG-5, 52,500 CYCLES BEFORE 
 

F.5  SPECIMEN SCG-6 CALIBRATION DATA. 

Specimen SCG-6 has 0.120″ aluminum doublers and was cycled at a constant amplitude of 
12.5 ksi, R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for 
periodic inspection. 
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FIGURE F-54.  STRAIN GAGE DATA, SCG-6, CALIBRATION #1 
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FIGURE F-55.  STRAIN GAGE DATA, SCG-6, 0 CYCLES NEW 
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FIGURE F-56.  STRAIN GAGE DATA, SCG-6, 0 CYCLES REDO 
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FIGURE F-57.  STRAIN GAGE DATA, SCG-6, CALIBRATION #2 
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FIGURE F-58.  STRAIN GAGE DATA, SCG-6, 0 CYCLES 
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FIGURE F-59.  STRAIN GAGE DATA, SCG-6, 5200 CYCLES 

 

0

200

400

600

800

1000

1200

1400

1600

1800

2000

-0.00002 0 0.00002 0.00004 0.00006 0.00008 0.0001

STRAIN (in/in)

LO
A

D
 (l

bf
)

Front
Back

 
FIGURE F-60.  STRAIN GAGE DATA, SCG-6, 10,400 CYCLES 
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FIGURE F-61.  STRAIN GAGE DATA, SCG-6, 20,800 CYCLES 
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FIGURE F-62.  STRAIN GAGE DATA, SCG-6, 28,600 CYCLES 
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FIGURE F-63.  STRAIN GAGE DATA, SCG-6, 36,600 CYCLES 
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FIGURE F-64.  STRAIN GAGE DATA, SCG-6, 44,000 CYCLES 
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FIGURE F-65.  STRAIN GAGE DATA, SCG-6, 52,200 CYCLES 
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FIGURE F-66.  STRAIN GAGE DATA, SCG-6, 62,600 CYCLES 
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FIGURE F-67.  STRAIN GAGE DATA, SCG-6, 73,000 CYCLES 

 
F.6  SPECIMEN SCG-7 CALIBRATION DATA. 

Specimen SCG-7 has 0.120″ aluminum doublers and was cycled at a constant amplitude of 
12.5 ksi, R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for 
periodic inspection. 
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FIGURE F-68.  STRAIN GAGE DATA, SCG-7, CALIBRATION #1 
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FIGURE F-69.  STRAIN GAGE DATA, SCG-7, 0 CYCLES NEW 
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FIGURE F-70.  STRAIN GAGE DATA, SCG-7, CALIBRATION #2 
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FIGURE F-71.  STRAIN GAGE DATA, SCG-7, 0 CYCLES REDO 
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FIGURE F-72.  STRAIN GAGE DATA, SCG-7, 0 CYCLES NEW STRAIN SURVEY 
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FIGURE F-73.  STRAIN GAGE DATA, SCG-7, 2000 CYCLES 
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FIGURE F-74.  STRAIN GAGE DATA, SCG-7, 7200 CYCLES 
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FIGURE F-75.  STRAIN GAGE DATA, SCG-7, 12,400 CYCLES 
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FIGURE F-76.  STRAIN GAGE DATA, SCG-7, 22,800 CYCLES 
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FIGURE F-77.  STRAIN GAGE DATA, SCG-7, 30,300 CYCLES 
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FIGURE F-78.  STRAIN GAGE DATA, SCG-7, 37,800 CYCLES 
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FIGURE F-79.  STRAIN GAGE DATA, SCG-7, 45,300 CYCLES 

 
F.7  SPECIMEN SCG-8 CALIBRATION DATA. 

Specimen SCG-8 has 0.120″ aluminum doublers; the EIFS spectrum was applied with a 
maximum stress of 13.4 ksi.  Strain surveys were taken before and after the specimen was 
disassembled for periodic inspection. 
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FIGURE F-80.  STRAIN GAGE DATA, SCG-8, CALIBRATION 
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FIGURE F-81.  STRAIN GAGE DATA, SCG-8, 0 CYCLES 
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FIGURE F-82.  STRAIN GAGE DATA, SCG-8, 325,000 CYCLES 
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FIGURE F-83.  STRAIN GAGE DATA, SCG-8, 725,000 CYCLES 
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FIGURE F-84.  STRAIN GAGE DATA, SCG-8, 825,000 CYCLES 
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FIGURE F-85.  STRAIN GAGE DATA, SCG-8, 925,000 CYCLES 
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FIGURE F-86.  STRAIN GAGE DATA, SCG-8, 1,025,000 CYCLES 
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FIGURE F-87.  STRAIN GAGE DATA, SCG-8, 1,125,000 CYCLES 
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FIGURE F-88.  STRAIN GAGE DATA, SCG-8, 1,225,000 CYCLES 
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FIGURE F-89.  STRAIN GAGE DATA, SCG-8, 1,325,000 CYCLES 
 
F.8  SPECIMEN SCG-9 CALIBRATION DATA. 

Specimen SCG-9 has 0.120″ steel doublers and was tested under EIFS spectrum loads with 
maximum stress of 13.4 ksi.  Strain surveys were taken before and after the specimen was 
disassembled for periodic inspection. 
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FIGURE F-90.  STRAIN GAGE DATA, SCG-9, CALIBRATION #1 

 F-65



0 

200 

400 

600 

800 

1000 

1200 

1400 

1600 

1800 

2000 

-0.00002 0 0.00002 0.00004 0.00006 0.00008 0.0001 0.00012
STRAIN (in/in)

LO
A

D
 (l

bf
)  

Front
Back 

 
 

FIGURE F-91.  STRAIN GAGE DATA, SCG-9, 0 CYCLES 
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FIGURE F-92.  STRAIN GAGE DATA, SCG-9, 1,100,000 CYCLES 
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FIGURE F-93.  STRAIN GAGE DATA, SCG-9, 1,200,000 CYCLES 
 
F.9  SPECIMEN SCG-11 CALIBRATION DATA. 

Specimen SCG-11 has 0.063″ steel doublers and was cycled at a constant amplitude of 10 ksi, 
R = 0.1.  Strain surveys were taken before and after the specimen was disassembled for periodic 
inspection. 
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FIGURE F-94.  STRAIN GAGE DATA, SCG-11, CALIBRATION #1 RUST REMOVED 
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FIGURE F-95.  STRAIN GAGE DATA, SCG-11, 0 CYCLES RUST REMOVED 
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FIGURE F-96.  STRAIN GAGE DATA, SCG-11, 30,000 CYCLES 
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FIGURE F-97.  STRAIN GAGE DATA, SCG-11, 50,000 CYCLES 
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FIGURE F-98.  STRAIN GAGE DATA, SCG-11, 60,000 CYCLES 

 F-69



0 

200 

400 

600 

800 

1000 

1200 

1400 

1600 

-0.00001 -0.000005 0 0.000005 0.00001 0.000015 0.00002 0.000025 0.00003 0.000035 0.00004 0.000045

STRAIN (in/in)

LO
A

D
 (l

bf
)  

Front 
Back 

 
 

FIGURE F-99.  STRAIN GAGE DATA, SCG-11, 80,000 CYCLES 
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FIGURE F-100.  STRAIN GAGE DATA, SCG-11, 95,000 CYCLES 

 F-70



0 

200 

400 

600 

800 

1000 

1200 

1400 

1600 

-0.000015 -0.00001 -0.000005 0 0.000005 0.00001 0.000015 0.00002 0.000025 0.00003 0.000035 0.00004 
STRAIN (in/in)

LO
A

D
 (l

bf
)  

Front 
Back 

 
 

FIGURE F-101.  STRAIN GAGE DATA, SCG-11, 110,000 CYCLES 
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FIGURE F-102.  STRAIN GAGE DATA, SCG-11, 130,000 CYCLES 

 F-71



0 

200 

400 

600 

800 

1000 

1200 

1400 

1600 

-0.00002 -0.00001 0 0.00001 0.00002 0.00003 0.00004 0.00005

STRAIN (in/in)

LO
A

D
 (l

bf
)  

Front 
Back 

 
 

FIGURE F-103.  STRAIN GAGE DATA, SCG-11, 145,000 CYCLES 
 
 

 

10 ksi 

(symmetric boundary
conditions)

 
FIGURE F-104.  STRESS DISTRIBUTION FOR HALF-MODEL WITH 0.063″ 

Al DOUBLERS 
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10 ksi 

(symmetric boundary
conditions)

 
FIGURE F-105.  STRESS DISTRIBUTION FOR HALF-MODEL WITH 0.125″ 

Al DOUBLERS 
 
 

 

10 ksi 

(symmetric boundary
conditions)

 
FIGURE F-106.  STRESS DISTRIBUTION FOR HALF-MODEL WITH 0.063″ 

STEEL DOUBLERS 
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FIGURE F-107.  CHANGE IN LOAD TRANSFER WITH CRACK EXTENSION, SCG-1s 
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FIGURE F-108.  CHANGE IN LOAD TRANSFER WITH CRACK EXTENSION, SCG-2 
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FIGURE F-109.  CHANGE IN LOAD TRANSFER WITH CRACK EXTENSION, SCG-6 
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FIGURE F-110.  CHANGE IN LOAD TRANSFER WITH CRACK EXTENSION, SCG-7 
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SCG-1s 0.063″ Al Doubler 15 ksi max R=0.1 
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FIGURE F-111.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-1s 
 

SCG-2 0.063″ Al Doubler 15 ksi max R=0.1 
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FIGURE F-112.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 
FOR SCG-2 
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SCG-6 0.125″ Al Doubler, 12.5 Constant Amplitude 
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FIGURE F-113.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-6 
 

SCG-9 0.125″ Al Doubler Spectrum Loading 
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FIGURE F-114.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-9 
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SCG-11 0.063″ Steel Doubler, 10 ksi Constant Amplitude 
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FIGURE F-115.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-11 
 

SCG-12 0.063″ Steel Doubler, 10 ksi Constant Amplitude 
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FIGURE F-116.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-12 
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FIGURE F-117.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES FOR 

SCG-17s NO DOUBLER 
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FIGURE F-118.  FASTRAN/TEST COMPARISON, CRACK LENGTH VS CYCLES 

FOR SCG-19s 
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